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Determining the Low-Temperature
Fracture Toughness of Asphalt Mixtures

Mihai O. Marasteanu, Shongtao DBai, Joseph F. Labuz, and Xue Li

There has been a sustained effort in applying fracture mechanics concepis
to crack formation and propagation in bituminous pavement materials.
Adequate fracture resistance is an essential requirement for asphalt pave-
ments built in the northern part of the United States and Canada, for
which the prevailing failure mode is cracking due to low-temperature
shrinkage stresses. The current Superpave® specifications address this
issue tnainly through the use of strength tests on unnotched (smooth
boundary) specimens. However, recent studies have shown the limitations
of this approach and have suggested that fracture mechanics concepts,
based on tests performed on notched samples, should be used instead,
Research in progress at the University of Minnesota investigates the use
of fracture mechanics principles to determine the low-temperature frac-
ture properties of asphalt mixtures. A testing protocol is presented that
makes it possible to obtain multiple measnrements of fracture Lovghness
as a function of crack propagation based on the compliance method to
measure crack length. An increase in fracture toughness with crack
length is observed, which is consistent with the behavior displayed by
other brittle materials. The plateau of the curves may he representative
of the asphalt concrete resistance to fracture, because the initial values
can be significantly influenced by the presence of the inelastic zone at the
crack tip.

Adequate fracture resistance is essential for asphalt pavements built
in the northern part of the United States and in Canada, for which
the prevailing failure mode is cracking due to low-temperature
shrinkage stresses. The current Superpave® specifications address
this issue through the use of strength and creep tests performed on
smooth boundary specimens— that is, specimens without a notch.

An increasing number of researchers realized the limitations asso-
ciated with predicting fracture properties based on tests on unnotched
samples. As a consequence, a number of studies started to investigate
the application of fracture mechanics concepts to the behavior of
bituminous materials. One of the first attempts to test notched beams
of asphalt mixtures at low temperatures predates the Strategic High-
way Research Program (SHRP) (7). However, the use of a fracture
mechanics approach in bituminous material research did not become
significant until after the end of SHRP.

Early work on applying fracture mechanics concepts to the behav-
ior of bituminous materials comes from the Chemistry Department of
Queens University in Canada. Hesp and collaborators were among the
first investigators to publish about using a simple test to measure the
plane strain fracture toughness of asphalt binders in three-point bend-
ing (2, 3). The proposed test follows closely with the ASTM E3%99
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standard for testing metals that assumes the material to be linear elas-
tic. Other researchers used the method developed by Hesp in their
fracture smdies (4, 5).

One of the drawbacks of fracture toughness measurements based
on the ASTM E399 test method is the limitation of linear elastic be-
havior. Another is the difficulty in accurately measuring crack length
used in the K,_calculation. Recent work by Roy and Hesp addresses
these issues through the use of elasto—plastic fracture mechanics con-
cepts (6). In their approach, they proposed using the crack tip open-
ing displacement (CTOD) method to describe the fracture properties
of materials that exhibit time-independent, nonlinear behavior.
Because of the less restrictive requirements and the ability to predict
failure conditions even when crack tip plasticity occurs, the CTOD
concept has been used for both metal and plastic materials (7, &).

In a number of recent papers, Roque et al. (9) and Zhang et al. (10}
investigated using the indirect tension test (1IDT) to determine fracture
properties of asphalt mixtures. They used the regular IDT cylindrical
specimens with an 8-mm-diameter hole drilled in the center. Their
research focused on obtaining suitable crack growth rate parameters
1o describe the fatigue cracking of asphalt mixtures under traffic
loading at intermediate temperatures.

SCOPE

Research in progress at the University of Minnesota is investigating
the use of laboratory testing to determine the low-temperature frac-
ture properties of asphalt mixtures. The approach used in a previous
research effort by Labuz and Dai, which is to measure the crack resis-
tance curve, is one of the methods under investigation (1 7). The focus
of this paper is to describe the procedure used in the previous research
effort and to present some of the relevant results from the R-curve
analysis. Mobasher et al. followed a similar procedure to investigate
the fracture properties of asphalt rubber mixtures (/2).

FRACTURE MECHANICS

Because fracture mechanics specifically describes the energy required
for cracks to initiate, fracture tests differ from conventional strength
tests by requiring that the specimen have a well-defined crack. The
elastic stress field can be calculated in a two-dimensional body of arbi-
trary size and shape in any mode of loading. For the Cartesian coor-
dinate system at the crack tip, the near-tip stress field can be expressed
as follows:

K,

IACY ()
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where O are the stresses acting on a material element at a small dis-
tance, r, from the crack tip at angle § from the crack plane, and f;,(8)
are known functions of 6. The stress intensity factor, K, is dependent
on the specimen geometry and loading. The term K, /(2ar)'? must
have the dimensions of stress, or K, must have the dimensions of stress
times the square root of length.

The fracture will extend when K, reaches a critical value called the
fracture toughness, K. Fracture mechanics may provide a method to
establish, in quantitative terms, the effects that composition, stress
path, or heat treatment have on the service and performance of
asphalt concrete. Fracture testing can be used to determine the suit-
ability of a material for a specific application where the stress condi-
tions are prescribed and where a maximum flaw size (crack lengih)
can be established,

For linear fracture mechanics to apply, the size of the nonlinear
region at the crack tip induced by the singular stress field must be
negligible compared with the crack length and other dimensions of
the body. Investigators have shown that linear elasticity is an accept-
able assumption for rock-like materials if the scale or specimen size
is sufficiently large (3, I4). Of course, the scale depends on the
material,

Consider a structure containing a crack that is subjected to Mode [
loading under controlled displacement conditions; some nonlinear
behavior before the limit load (A in Figure 1a) may be present because
of the severe stress concentration at the crack tip. If the specimen is
unloaded and no crack growth occurs during unloading, then the
unloading path should be a straight line. In addition, if the crack closes
completely so that no permanent or plastic deformation occurs, then
the path should return to the origin.

If the specimen is displaced to a point further past A, say to C in
Figure la, and produces a crack extension, then energy Al is con-
sumed in advancing the crack distance Aa, where the shaded area
OAC is given by

AU = %F,ng 2

where F,,, is the average load between points A and C and Aw is the
load-poimt displacement (LPD) between points A and C at the aver-
age load. The elastic energy contained in the specimens is represented
by the area OAB, but once the crack extends over length Aa the stiff-
ness of the specimen will decrease to that represented by line OC.
Thus, crack propagation from a to a + Aa will result in elastic energy
release from the specimen equal in magnitude to the area QAC, which
may be thought of as the fracture energy. The energy can also include
some irrecoverable work (see Figure 14). This may be interpreted as
the fracture energy with a nonlinear fracture mechanics approach.

In experiments for determining fracture toughness, the applied load
is directly measured. However, crack extension Aa is generally micro-
scopic, is concealed by the sample, or is just difficult to estimate. An
indirect measure of crack length was developed by Irwin and Kies and
1s known as the compliance method (/5). To apply the compliance
method to a given testing geometry and loading configuration, it is
Important to show that the specimen behaves according to linear elas-
tic fracture mechanics and that the compliance is independent of ma-
terial properties. Once this has been established the stress intensity
factor K; can be calculated.

The energy release per unit crack extension G, is given by

AU

GI:B'M (3)
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where B is the specimen thickness. The incremental change in
the load-displacement response of the test specimen is known
as the compliance A for a given specimen geometry and loading
configuration

h =24 )
ng

where A, is the initial compliance. The tangent of the itial load-
displacement slope provides a value for the initial compliance. A
method for obtaining the initial compliance of a specimen is to load
the specimen incrementally and plot the load versus LPD. For non-
ideal brittle materials such as asphalt concrete, nonlinear processes
occur so that some residual displacement of the load point is observed
after a load-unload cycle (see Figure 15). So, as observed by com-
paring Figure la for an ideal material with Figure 15 for nonideal
materials, some corrections may be wartanted to adjust for these non-
linearities and hysteresis effects in evaluating fracture toughness of
nonideal materials. Combining Equations 3 and 4:

AU = '5 Fa:_:g " 7"’[ (5)

Substituting AU from Equation 3 and taking the limit as the
incremental change in crack length Aa approaches zero yields

6o
2B da

(6)
where F is the Joad evaluated at critical crack length a. It can be
shown that the energy release rate G, is related to the stress intensity
factor K, by

[ aee V"
« 152 v

where E is Young's modulus and v is Poisson’s ratio.

EXPERIMENTAL PROCEDURE
Load Apparatus and Instrumentation

A closed-loop servohydraulic 1-MN (220-kip) load frame (MTS
Systems) was used to perform the tests, with the crack mouth'open-
ing displacement (CMOD) as the feedback signal. The CMOD was
measured with a clip gauge and the CMOD was programmed to
increase at a constant rate of 10-* mm/s. An unload-reload procedure
was used at the start of the test to determine an accurate value of ini-
tial compliance, Three-point-bend testing requires that a compressive
load be applied to the beam surface opposite the notch. The loading
fixture is designed to minimize frictional effects through the use of
rollers (as suggested by ASTM E399). The entire support fixture was
constructed of stainless steel. The initial roller position is maintained
by soft springs and backstops, which establish the test-span dimen-
sion. The support rollers are allowed to rotate out away from the
backstops during the test but remain in contact with the sample. The
roller support blocks are secured to a 12.7-mm-thick base plate with
a 9.3-mm-diameter dowel hole for alignment with the actuator center.
The span dimension is set at 4.0 times the beam height.
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CRACK LENGTH g

CRACK LEMNGTH
a+ ao

LOAD POINT DISPLACEMENT
(a)

CRACK LENGTH
A+ &g

LOAD POMT DISPLACTMENT
(b)

FIGURE 1 (&} Elastic behavior in a fracture test, (&) Inelastic behavior in a
fracture test. :
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To obtain an accurate measure of the LPD, a reference frame called
the saddle (shown in Figure 2 for a core specimen), supported by the
sample at the locations opposite the support rollers, was designed.
The saddle allows the upper loading roller to pass freely through the
plate and provides a location for two linear variable differential trans-
formers (LVDTs) to measure the LPD. The saddle for this work was
constructed of a 12.7-mm-thick, 209.6- x 133.4-mm stainless steel
plate. The roller opening was cut to 1.3 mm larger than the loading
roller to allow friction-free movement. The saddle remains parallel to
the original core axis during the loading process (unless crushing of
the specimen on the support rollers occurs), with the saddle supported
on the specimen by leveling screws directly over the support rollers.

To successfully measure the LPD with the saddle as the reference
frame, contact with some portion of the specimen is required. In this
design, the LYDT platen and yoke {shown in Figure 3 for a core
specimen) makes contact with the notch front. The yoke is made of
a thin but stiff piece of stainless steel. Two LVDT platens are secured

- 8 1/4*
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to the shoulders of the yoke. The two LVDTs measure displacement
of the notch front at two points relative to the saddle. The signal
from the two LVDTs is acquired separately but averaged to correct
for twisting of the specimen. Special brass LVDT holders shown in
Figure 3 were made for the RDP 1000 series LVDTs. The 1.6-mm
(¥6-in.) thick brass sleeve is split for flexibility and has a 3.2-mm
(%4-in.) wide collar to butt against the saddie. A setscrew is placed
within the side of the saddle adjacent to the LVDT to clamp the brass
sleeve and LVDT into position.

All transducers {load cell, clip gauge, and two LVDTs} were cal-
ibrated before testing. The load cell was a Lebow 22.5-kN cell mode}
3132; the clip gauge was an MTS clip-on gauge modei 632-02B-20;
and the two LVDTs were RDP modet GTX1000. The load cellhas a
linear range of 22.5 kN (5 kips) and was periodically calibrated with
a proving ring at room temperature. The clip gauge has a linear range
of 2.5 mm (0.1 in.} and was calibrated with a Schaevitz 41M cali-
bration mjcrometer and a clip gauge stand. The clip gauge and MTS
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FIGURE 3 LVDT platen and yoke (shown for core specimen).

448 21 conditioper were calibrated to 0.0027 mm/V (0.01 in./V) at
room temperature and periodically checked with the Schaevitz 41M
calibration stand during the testing program. The two RDP LVDTs
have a linear range of 0.25 mm (0.01 in.) and were calibrated initially
with gauge blocks and the saddle device to secure the LVDTs. The
Schaevitz 41M calibration stand was used to periodically check the
gauge calibration during the testing period. The two LVDTs were
calibrated to 1.75 x 10-2 and 1.69 x 102 mm/V (6.88 x 10-* and
6.65 % 10~ in./ V) at room temperature, The sensitivity of LVDTs is
affected by temperature, so calibration was also done at the testing
temperatures.

Compliance Calibration

Compliance A is defined as #/F, where u is the LPD and F is the load.
In linear fracture mechanics, the compliance is useful in determining
the crack length for a given geometry and material. The compliance
can be transformed into a dimensionless compliance, g = AEB, which
essentially is independent of material behavior.

For the three-point-bend test, the dimensionless compliance g can
he obtained as a function of the dimensionless crack length &t = a/W.
In this project, a curve of g versus ¢ for an aluminum (2024) speci-
men was obtained experimentally and compared with the theoretical
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curve, which can be used to determine the crack length of the asphalt
concrete specimens under the three-point-bend test from the loading
record. For the three-point-bend test, K| is given as (ASTM E3069-98):

flo) (8

;=

W e
where

§ = the specimen span, and

30”199 — ol — )f2.15 — 3.930 + 2.707)]

= 9
S 201 + 2001 - ) ©
The total compliance of the specimen is
=Ry + A (10

where Ay is the compliance of the beam without the crack and A¢
is the compliance due to the crack; Ay can be found in an elasticity
textbook (16 ):

S+ 25W:\

11
SEBW an

Mo = [ S’ + §
M T L48Er T 4GA
where

I = moment of inertia,
(G = shear modulus,
A = cross-sectional area, and
s = shear factor (for rectangle beams, o5 = 1.2).

To calculate A, the LPD due to the crack can be expressed as
a af
U, =— Gdl 12
= ! : (12)

where T'=£B and £ is the crack length at a certain time. By combining
Equations 7 and 8, Equation 12 becomes

2 FS*
U = iﬁ;‘%—jﬂxmx a3)
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where x = £/W. Therefore, the compliance due to the crack is

2(1 - v*)s?
Ae = 17
c EBW H(o) (14)
where

0.58353

Hio) = jf(x)dx = 0.495(1 - g + =222 —

- 19.38c + 8.717¢t" — 6.098¢c® + 2.9840°

- 0.8210° +

2194 2.285In(1 - )
+ 20

+ 13.539 In(1 + 2ax) — 5.1037 (15)

From Equations 11 and 14, considering G = E/[2(1+W)1, [=BW?3¥/12,
and A = BW, the total compliance can be represented as

T ABEW?

§? N S(1+D)

S+25W 2(1 —v*)§?
S 2BEW

H{o 16
SEBW BEW?* (@ 18

The dimensionless compliance is g = AEB, s0

S’ S(l+‘U) S +25W 2(1
+ o

2
Taw? W 5W w? Ly H{o an

An aluminum (2024) specimen with varying a (0.23, 0.3, 0.35,
0.4,0.425,0.45,0.475,0.5,0.525, 0.55) was loaded using the three-
point-bend fixture. The span was 226.1 mm (8.9 in.), the width was
50.8 mm (2 in.), and the thickness was 25.4 mm (1 in.). Young's
modulus was determined to be 72.4 GPa (10,500 ksi) and Poisson’s
ratio was (.32, The dimensional compliance g can be calculated
from the linear part of load-LPD record for various crack lengths.
Figure 4 shows the results between theory and experiment, which
are in good agreement for a/W < (.4

Once the expression for the dimensionless compliance g is estab-
lished, an indirect method to determine Young's modulus E is avail-

100

|i<—1’h¢nryrawls

+ Expariment rau.iu_l

Dimensioniess compliance g

30 —
0.05 0.1

015 02 025 03 035 04 045 05 055

aw

FIGURE 4 Compliance calibration of the three-point-bending beam.
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able. The initial geometry, including notch length, is well known so
that g can be calculated. The initial compliance A; can be measured
from repeated load—unload cycles within the elastic response of the
material, as shown in Figure 5, where the unload-reload loops are
seen at the start of the test. With an accurate measure of A, the Young’s
modulus £ is simply g/AB.

Unloading was performed in the post-peak region to obtain mul-
tiple estimates of fracture resistance. By measuring the compliance,
the crack length can be determined and the toughness can be calcu-
lated. Thus, a single specimen was used to obtain a crack resistance
curve—ifracture toughness versus change in crack length.

Materials

A standard Minnesota Depariment of Transportation mix (type
2341; asphalt grade of 85/100) was used in the study, The beams of

12
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asphalt concrete were compacted through static compaction with a
1-MN (220-Kip) hydraulic load frame. A casting mold of 355.6 x
76.2x95.25 mm (14 % 3 x3.75 in.) fabricated from 13-mm (0.5-in.)
steel plates was used for all specimen preparation. The air void level
varied between 7% and 14% and was achieved by placing the hot
(150°C) mix in three lifts and compressing the asphalt at 450 kN
(100 kips) for 60 to 120 s. The specimens were allowed to cool at
room temperature for about 4 h and were then placed in an environ-
mental chamber where a temperature of 0°C was achieved gradually
over aperiod of 4 h. About 1 day before testing, the temperature of
the chamber was adjusted to the testing temperature.

The single edge notched bend geometry used in the described study
is used extensively in metals; however, its application to asphalt mix-
tures is restricted because of the sample preparation requirements. The
compaction method of choice for asphalt mixtures in the United States
and Canada is the gyratory compactor (AASHTO TP4-00). Most of
the traditional research on asphalt mixtures uses tests performed on

Fmax = 1.087 kN

0 0.01

002 003 004 005 008 007 008 009 0.1

Load point displacement (mm)

(a)

Fmax = 1.2713 kN

0 001 002 003 004 005 006 007 008 009 01

Load point displacement {mm}

FIGURE 5
fracture tast st —34°C.

(b)

{a) Load record from fracture test at —1B°C. (&) Load record from
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JABLE 1 Experimental Results

Temp Peak load | Kk Ebgum
Specimen | °C kN MPa-m™ | GPa
3 -18 1.30 0.62 9.74
5 -18 1.09 047 10.42
8 -18 1.12 0.51 11.44
S -34 1.15 0.49 -
10 -34 1.27 0.54 14.67
11 -34 1.23 0.52 -
12 -34 1.13 0.48 -

cylindrical specimens. The shape of the cores extracted from already
built pavements is also cylindrical. Therefore, preparing beams of
asphalt mixtures requires additional expensive equipment, such as a
slab compactor, and would make further comparison of material prop-
erties obtained from different testing configurations impossible. As
a consequence, most of the asphalt mixture fracture investigations
are based on cylindrical or semicylindrical specimens. The current
research effort in progress at the University of Minnesota uses semi-
circular samples following the method proposed by Molenaar and
Molenaar (17).

RESULTS

To avoid the inconsistency of the material response near the tran-
sition temperature of 0°C, only temperatures of —18°C and -34°C
were considered for fracture testing. A total of 12 specimens were
prepared at an air voids content of about 10%. Because of experi-
mental difficulties with the LPD, only seven tests are reported (sce
Table 1).

Although the data suggest that the fracture toughness of this ma-
terial is the same at the two temperatures, examination of the loading
records gives a clearer picture (Figure 5). The geometry, including
notch length, was virtually the same for all the specimens, so peak
load is directly related to the fracture toughness (the offset method of
ASTM was not used to compute K,.). Substantial nonlinear dis-
placement before peak load is evident for the —18°C test, where the
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TABLE 2 PResu'ts from Unloading—Reloading

o
Unload-reload Crack length, a Kie
Specimen cycle mim MPa-m™
3 ) 218 0.52 ]
9 25.7 0.62
ho 30.8 0.67 —]
5 8 23.4 0.47
19 23.8 0.45 —
10 25.4 0.48
8 8 24.4 0.51
26.9 0.56 ——
10 28.6 0.61 ]
10 8 234 0,54
9 28.3 0.60
10 346 0.68

LPD at peak load is 0.07 mm. The LPD at peak for the —34°C test is
only 0.035 mm. The increased nonlinear displacement at the higher
temperature contributes to the energy consumption in creating new
surfaces, but this additional energy is not included in the calculation
of K. Further work is needed to quantify this behavior. It can be
stated, however, that the energy needed to initiate a fracture is less at
—34°C than at —18°C.

By using the closed-loop testing system, crack propagation can
be followed after peak load, and multiple measurements of fracture
toughness can be determined from the compliance technique. The
specimen is unloaded and reloaded at different stages of displacement;
from the stope of the unloading portion, the crack length can be esti-
mated. Table 2 shows the results from the unloading-reloading, and
Figure 6 is a plot of the data. An increase in fracture toughness with
crack length is apparent, and this behavior is displayed by other
brittle materials such as rock (/8). The plateau of the curves is
probably more representative of the asphalt concrete’s resistance
to fracture than the initial values because of the inelastic zone at
the crack tip. Limited tests performed at —18°C for specimens pre-
pared at two different air voids contents—7% and 13%—showed,
as expected, a higher toughness for the lower air voids mixture:
K1, = 0.7 MPa-m®°, whereas K;._;1q = 0.2 MPa-m0%3,

0.7 17—

0.651

o
-
A

0.55-

0.45- X/

Fracture toughness K,,(MPa-m0-5)
o
o

[ Sample 3 —— Sample 5 A Semple 8 -5~ Sample 10 |

04 — T
20

2 24 26

28 30 32 34 36

Crack length a (mm)

FIGURE 8 Change in fracture toughness with crack length.
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SUMMARY AND CONCLUSIONS

Closed-loop, computer-controlled fracture tests were conducted with
an unload—reload procedure so that multiple measurements of frac-
ture toughness K. could be obtained from a single specimen in three-
point bending. As with any bend test, accurate measurement of the
LPD is complicated by nonlinear deformation and crushing at the
roller-fo-specimen contacts. These factors were eliminated by mea-
suring a differential displacement: the deflection of the notch relative
to points directly above the supports provides a displacement that
avoids the contact problem. This method provides an estimate of
Young’s modulus E through a compliance calibration.

The behavior (E and X,.) of the asphalt concrete tested at an air
voids content of about 10% was dependent on temperature. Assuming
linear fracture mechanics is valid, the fracture toughness was found
to be 0.5 MPa-m®® at —18°C and at —34°C. However, the loading
records indicate that nonlinear behavior is more pronounced at —18°C,
which means that more energy is needed to initiate the fracture. In
terms of pavement performance, this asphalt concrete would be more
resistant to cracking at —18°C than at —34°C. The air void content
influences the asphalt’s fracture toughness. For tests conducted at
—18°C, specimens prepared at a lower air voids (7%) exhibited K,
of 0.7 MPa-m®>, whereas at higher air voids K. was 0.2 MPa-m®>.

Further research is needed to investigate the potential of using this
method for obtaining R curves of asphalt mixtures, which will offer
a better understanding of the fracture behavior than single toughness
values. This may provide a basis for analyzing pavement structures
for conditions leading to failure due to cracking.
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